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Column @ (1) GPC KF-BOGL % 2 Column  : (1) GPC KF-80M x 2
(2) GPC KF-BOBL x 2 + KF-800D {2] GPC KF-80M % 2+ KF-BoOD
Eluent : THF Eluent ¢ THF
Flow rate :  1.0ml/min. Flow rate ¢ 1.0ml/min.
Detector ©  Shodex RI, 4 x 107 RIU/FS Detector : Shodex UV, 254nm
Temp. : R.T. Temp, :an'c
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